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4248 Ridge LeaRd. Amperst, NY 1 4226
Phone: 716-831-9905 Fax: 716-835-3457 Cellular: 472-4980

WNingy

Laboratory Division ELAP #: 11108
- PLMReport
Client:  cop Project: 7g4 Kensington
Lary Schiavone Buffalo, NY
Cliemt Lab Job ID: 1597 !

Job Ip: 03-0924B

Client Sample # Lab Task Il Locatton/Description  Asbestos C‘ontrm"{. _ . Non-Asbestos C?'?f‘f’"!' .. .__Date Analyzed

03-0924B-01  (1-6988 roofing material (black)  No asbestos detected  12% Symthetics, 10% Ccllulose, 5% Binder  9/24/03

03-092B02 016989 roofing matecial (back)  No asbestoo detected 13% Synthetics, 8% Cellulose, 75% Rinder ~ 9/24/03

03-09B03 016990 roofing materisl (black)  Noasbestos detected  11.5% Synthetics, 85% Binder 9/24/03

03-0924B04 016991 roofing mabeiidl (badk)  No esbostos dstested  15% Synthetics, 80% Bindor 9724103
U3-09241.05  01-6992 foortile (brown)  ~ 5.5% Chrysotile 90% Binder 9P24/03
03-0924B-10  01-6993 wall plaster (grey) No asbestos detocted 3% Cellulose, 95% Binder 9/24/03

030924B11 01694  collingplaster (@ey)  No ceboston detected  0.5% Cellulose, 98% Birder 9/24/03
030924012 016995 coiling plaster (grey)  No asbestos detectod 0.75% Cellulosc, 98% Binder 9r24103

03-09240-13  01-6996 ‘Pipe wrap (grey) 28% Chrysotile 70% Binder 9/24/03
Mahod: Palarized Light Microscopy ' Key Words:  ND- Not Detectabie

with EPA-600/M4-82-020 NA- Not Applicable

KLAP Polmt Count IR- Trace (<1%)

NVS- No Visible Fibers Presens

Approved By __ . e
Results are based on the sampling dats provided by the clicnt.
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unyse NYS ELAP: 11108 B
Laboratory Division Phone: 716-831-9906
4248 Ridge Lea Road - Fax:  716-835-3457
Amherst, NY 14226
\ ' CHAIN OF CUSTODY FORM
B Company Name cCoOB . Date:_09/24/03
Address_764 Kensington ° Contact: Larry Schiavane
“1\‘ City State ZipBuffalo,Ny : : . Inspeclor_same

Account Number n/a
Phone Number n/a
Fax Number 833-9292 & 8651-4889

Projec!: 03-09248
P.O.:

ASBESTOS | LEAD (AA ‘

Sep. 25 2223 ©8:120M P3
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~ , Sample SRS e B
, Slels|5iel®w| T2 _
coample Number | DaterTime Start—End |8 | 3| %| %[22 | £ | 5(2| 0[S Volume/Area _____Comments |
~ 03-0924B-01 {764 Kensington | X| ' | | _Roofing Material | Black, Low. Layer Mid. Fr. 1.
L 03~02924B--02 764 Kensington | X! | | | | Roofing Material ] _Black, Top Layer Mid. Fr. 1
g - 03-0924B-03 764 Kensington | X | | | | Roofing Material | Black, Lowest Layer, Middle
= 03-0924B-04 764 Kensington | X | + Roofing Material | Black, Lowest Layer, Middle
v 03-0024B-05 764 Kensington | X| BE | Floor Tile ‘ Brown
| 1 w
* 03-0924B-10 764 Kensington | X] Wall Plaster | Locker Room .
03-0924B-11 764 Kensington | X |._Ceiling Plaster | _Front Office
03-0924B-12 | 764 Kensington X| . Ceiling Plaster ~_ Front Office
z 03-0924B-13 | 764 Kensington [ X[ Pipe Wrap From Ground
. ‘w | | - » -
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~ E Received By: Mary M, Fisher Signature: Date/Time: 9/25/ /0,3
.. @ ReceivedBy: J Signature: Date/Time:__
z ReceivedBy: Lz _ Signature: Date/Time: 7/7 72?/7 ,;/jﬁ





